
Supplementary materials for: S. AB RASHID et al.: Thymol-Loaded Polymeric Nanoparticles Improve the Quality of Blueberries (https://doi.org/10.17113/ftb.61.02.23.7595)

S1April-June 2023 | Vol. 61 | No. 2

Wavenumber/cm-1 

Tr
an

sm
itt

an
ce

/%

a) 

b) 

c)

Thymol nanoparticle Control Thymol nanoparticle Control 

a) b) 

Fig. S1. FTIR spectrum for: a) thymol, b) thymol nanoparticles, and c) polyvinyl alcohol 

Fig. S2. The morphologies of the contaminated blueberries: a) before and b) after the treatment with thymol nanoparticles
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